N —F F— 205834 s

/f.'/ (T ‘!{2"‘
o7
DEVELOPMENT OF LOW DENSITY TITANIUM ALLOYS <

F. H. Froes, C. Suryanarayana and C. Powell
Institute for Materials and Advanced Processes (IMAP)
University of Idaho, Moscow, ID 83844-3026

and
C. Malcolm Ward-Close and D. M. J. Wilkes

R50 Building, Defense Research Agency (DRA)
Famborough, Hampshire, GU14 6 TD, UK

FINAL REPORT

Submitted to
NASA Langley Research Center
Technical Program Manager: Dr. T. Wallace
(NASA-Langley Grant NAG-1-1693)

April 19, 1996



DEVELOPMENT OF LOW DENSITY TITANIUM ALLOYS
FOR STRUCTURAL APPLICATIONS

F. H. Froes, C. Suryanarayana and C. Powell
Institute for Materials and Advanced Processes (IMAP)
University of Idaho, Moscow, ID 83844-3026
and
C. Malcolm Ward-Close and D. M. J. Wilkes
R50 Building, Defense Research Agency (DRA)
Farmnborough, Hampshire, GU14 6TD, UK

ABSTRACT

In this report the results of a program designed to reduce the density of titanium by
adding magnesium are presented. Because these two elements are immiscible under
conventional ingot metallurgy techniques, two specialized powder metallurgy methods
namely, mechanical alloying (MA) and physical vapor deposition (FVD) were implemented.

The mechanical alloying experiments were done both at the University of Idaho and
at the Defense Research Agency in UK. Since titanium is reactive with interstitial
elements, a secondary goal of this research was to correlate solubility extensions with
interstitial contamination content, especially oxygen and nitrogen. MA was carried out in
SPEX 8000 shaker mils and different milling containers were utilized to control the level
of contamination. Results showed that solubilities of Mg in Ti were obtained up to 28 at.%
(16.4 wt. %) Mg in Ti for Ti- 39.6 at. % (25 wt. %) Mg alloys, which greatly exceed those
obtained under equilibrium conditions. This reflects a density reduction of approximately
26 %. Contamination of oxygen and nitrogen seemed to increase the solubility of
magnesium in titanium in some cases; however, we were not able to make a clear
correlation between contamination levels with solubilities.

Work at the DRA has emphasized optimization of present PVD equipment,
specifically composition and temperature control. Preliminary PVD data has shown Ti-Mg
deposits have successfully been made up to 2 mm thick and that solubility extensions were
achieved.

The potential for density reduction of titanium by alloying with magnesium has been
demonstrated; however, this work has only scratched the surface of the development of
such low density alloys. Much research is needed before such alloys could be
implemented into industry. Further funding is required in order to optimize the MA/PVD
processes including contamination control, determination of optimal alloy compositions,
microstructure development, and mechanical property determination.
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1. INTRODUCTION

Titanium alloys offer very attractive combinations of high strength, high toughness,
creep resistance, elevated temperature capability and environmental stability. Although
much effort has been devoted to increasing the strength of titanium alloys by conventional
ingot metallurgy routes, it has been recognized that a density reduction is 3-5 times more
effective in reducing structural weight of aerospace vehicles than increases in strength or
modulus. However, the options for reducing density by conventional alloying are very few
(Table 1), [1,2].

An alternative approach is to use rapid solidification (RS) or other advanced
synthesis techniques to produce a supersaturated metastable titanium solid solution alloy
containing light elements. Magnesium is particularly attractive for this purpose because
it has a low density, the same crystal structure as titanium and the electronegativity
criterion suggests that compound formation is not likely. The valency of magnesium (2)
is different from that of titanium (4) and this can limit the extent of solid solubility of
magnesium in titanium. Further, because the boiling point of magnesium is below the
melting temperature of titanium, magnesium is impossible to be added to titanium by
conventional ingot metallurgy methods.

This program utilized two advanced synthesis techniques -- mechanical alloying
(MA) and physical vapor deposition (PVD) to synthesize and evaluate low density Ti-Mg
alloys. The MA work has been done at the University of Idaho while the PVD work was
accomplished as a sub-contract at the Defense Research Agency (DRA) at Famborough,

UK.



Mechanical alloying is a solid-state powder processing technique involving repeated
welding, fracturing, and rewelding of powder particles in a dry, high energy ball charge
(Fig. 1) and has been shown to be capable of producing supersaturated solid solutions in
a number of alloy systems.

In preliminary work limited success was achieved in alloying titanium with
magnesium using MA methods [3-5]. At the University of Idaho, it was demonstrated that
by changing the processing conditions the solid solubility limits can be increased. For
example, when the two elemental powders were blended together and MA'd a maximum
solid solubility of only 1.4 at.% (0.7 wt.%) Mg in Ti was achieved. On the other hand, when
the two powders were pre-milled for 2h separately and then blended together and MA'd,
a higher value of 3.6 at.% (1.9 wt.%) was achieved [6]. In investigations on other titanium-
base alloy systems, the milling atmosphere, ball to powder ratio, the quantity of charge,
and other variables have also been shown to affect the maximum solid solubility achieved
[3]. In the physical vapor deposition (PVD) method, heating (for example by electron beam
or induction methods) is used to melt and evaporate metals or alloys, and the vapor is
condensed onto a heated collector plate which is held at a constant temperature
throughout the deposition (200°C or 300°C) (Fig. 2). The evaporation takes place within
a vacuum chamber, typically held at a pressure of about 2 x 10 torr.

In previous work, the PVD method was used to produce deposits of an Al-Fe-Cr
alloy up to 50 mm thick and in slabs up to 1000 mm x 500 mm in size; clearly
demonstrating that this is not just a process which is a laboratory curiosity. In titanium-

magnesium alloys previous work done at the DRA and characterized by x-ray diffraction



indicated that the alloys were generally complete solid solutions of titanium and

magnesium up to at least 28 wt. % Mg [7].

2. EXPERIMENTAL PROCEDURES
21 MECHANICAL ALLOYING

Mechanical alloying was done for the major purpose of increasing the solubility of
magnesium in titanium to produce low-density titanium alloys. A secondary goal was to
identify a possible correlation between the solubility level achieved and the interstitial
contamination introduced during milling.

Mechanical alloying was carried out in a high-energy SPEX 8000 shaker mill, with
the process consisting of loading the powder mix and a grinding medium ( 52100 hardened
steel balls) in a container under a protective argon atmosphere (to avoid/minimize the
pickup of interstitial contamination, particularly oxygen and nitrogen, during the milling
operation), followed by milling. Before starting, the milling media and containers were
cleaned thoroughly with methanol. The powders were loaded in one of two protected
environments: a Plas Labs clamshell type glove box and a Labconco controlled
atmosphere glove box. The former, believed to be inefficient in isolating contamination,
was used at the outset of the program until the Labconco instrument became operational.
Since milling was carried out in the laboratory atmosphere, keeping the powder free of

contaminants during milling was difficult.



MILLING CONTAINERS

Four different milling containers were used in an attempt to control/minimize the
contamination. The first, (a) designated "SPEX" throughout this report, was the standard
SPEX design consisting of three parts: the top, bottom (both made of hardened steel with
a small 'O"-ring), and the clamping flange made of aluminum. The second vial (b),
designated "MSPEX", was a standard SPEX container modified with a larger 'O'-ring
groove and larger, softer 'O'-ring. The third (c), designated "Ul", was a novel University
of Idaho design implementing a flat gasket, complete with a steel clamping flange. The
fourth design (d), "UWA?", was recently obtained form the University of Westen Australia.

This container is characterized by an 'O'*-ring seal and a modified steel clamping device.

EXPERIMENTS

Seven experiments were done, generally implementing the first three milling
containers (as the last one was only recently acquired) and varying several milling
parameters: ball to powder ratio (BPR), milling time, tightening condition, and in some

cases, milling container. Details of these experiments are listed in Table L.

2.1.2 MECHANICAL ALLOYING: Defense Research Agency

Only one experiment involving mechanical alloying was done at the DRA. This was
done to reconfirm the results obtained from experiments 1 and 2 done at the University of
Idaho. In this experiment, titanium-magnesium powders with 9 to 24 wt.% (16.31 to 38.4
at.%) magnesium were milled in a SPEX 8000 shaker mill. Further, a flat neoprene gasket

was used instead of a conventional "O"- ring in this case. However, the mill was putin a



glove box to minimize contamination. The chemical analysis for these powders is not yet
available.
22 PHYSICAL VAPOR DEPOQSITION

At the Defense Research Agency, a dedicated PVD rig was commissioned that used
an electron beam (EB) melted titanium rod source and a thermal evaporation source for
the sublimation of magnesium additions. Initial trials depositing pure titanium or
magnesium separately were conducted to assess the relationship between EB
power/magnesium evaporation temperature and deposition rate.
23 CHARACTERIZATION

X-ray Diffraction (XRD) was the major technique used to characterize the
mechanically alloyed powder. XRD was done with a SIEMENS D5000 diffractometer using
Cu K, radiation of wavelength 0.15406 nm and at 40 kV and 30 mA settings. Lattice
parameters were calculated using a Quickbasic program based on Cohen's method.
Cohen proposed that a method of plotting the parameters vs. sin?0 be used to obtain a
series of equations which could be solved simultaneously for more precise lattice
parameters [8]. After obtaining the lattice parameters, the solid solubility was calculated
for all experiments based on Vegard's law, which states that the lattice parameters of a
solid solution vary linearly with the atomic percent of solute present [8]. Solid solutions in
hexagonal close-packed metals such as titanium and magnesium, are known to deviate
from linearity and therefore Vegard's law was used as a first approximation in this work.
Oxygen and nitrogen levels were determined by wet chemistry at no cost to the program

by Crucible Research of Pittsburgh, Pennsylvania.



3. RESULTS

Experiments 1 and 2 were done first to see how increasing the nominal solute
content correlated to the resulting solid solubility extension and interstitial contamination
after milling. The resulting lattice parameters, solid solubilities based on these lattice
parameters, and the chemical analysis are presented in Table Ill. For convenience, the
data obtained on milling pure Ti under similar conditions are also included. From the
results of this experiment, it is noticed that solubility extensions were obtained far
exceeding equilibrium values. For example, in Ti-39.6 at%. Mg, the solubility of Mg in
Ti exceeded 27 at. % (16 wt. %). In addition, two trends were identified: (i) solid solubility
increased with increasing solute concentration and (ii) oxygen and nitrogen concentration
also increased with increasing solute concentration. The results for the "c" parameter
reflect this more systematically than do those for the "a" parameter. The data showing the
trend between wt.% oxygen and nitrogen versus wt.% actual Mg are presented in Fig. 3,
while the correlation between the solubility of magnesium in titanium based on the "c"
parameter versus wt.% O, and N, are shown in Figs. 4 and 5, respectively.

To verify the results of the previous experiment, experiment 2 was conducted with
only half as much starting powder (5g). The data collected for this series of experiments
are presented in Table IV. These data confirm the same trends as observed in the
previous experiment. However, the trend on the solid solubility of Mg in Ti is much more
systematic in this series of experiments. Both the "a" and "c" parameters indicate
increasing solid solubility of Mg in Ti with increasing nominal Mg content in the starting

powder, although the extensions of solubility are slightly lower than in the previous



experiment. The reason for this remains unclear and will require further investigation.
Again, under similar milling conditions as the first experiment, chemical analysis showed
increasing contamination with initial solute content (Fig. 6). However, the plots of solid
solubility vs. contamination data for both oxygen and nitrogen do not follow the linear
variation observed for experiment 1. The data are much more scattered for the solubility
based on the "a" parameter (Figs. 7 and 8) than that plotted against the "c" parameter
(Figs. 9 and 10).

Since it was verified in the previous two experiments that the amount of
contamination increased as solute concentration increased, it was decided that two
different compositions would be milled under different conditions, and their contamination
levels compared. By milling two different compositions and comparing their contamination
and solubility levels, we would expect the alloy with the higher concentration of solute to
have more contamination and higher solubility levels than the alloy of lesser solute
content. Ti-15 wt. % Mg and Ti-9 wt. % Mg (experiments 3 and 4, respectively) were
chosen. Variations for these experiments include: milling containers, milling times, and
container tightening conditions.

The data collected from experiment 3 (Table V and Figs. 11 and 12) exhibits so
much scatter that no correlation between solubility and amounts of oxygen and nitrogen
can be made. We believed prior to these experiments that increasing contamination would
limit solubility extension. The data is even more scattered for the Ti-9 wt. % Mg in
experiment 4 (Table VI and Figs. 13 and 14). It is noticed from Table VI, that some trials
in experiment 4 did not even reach minimal solubility extensions. This is probably due to

the short milling times. However, this does not explain the relatively large solubility levels



reported for the SPEX vial in experiment 3 (Table V) where solubilities reached 32 wt. %
Mg in Ti. These are truly puzziing and will require further study.

Because of inconclusiveness of the previous experiments, a new set of experiments
were conducted in order to establish our premise that increasing contamination decreased
solubility. Ti-15 wt.% Mg powder was milled for hourly increments in a loosely tightened
SPEX milling container. In this experiment we deliberately introduced contamination, and
then calculated the solubility extensions obtained. Both oxygen and nitrogen levels in the
powder increased with increasing milling time and the results are presented in Table VII.
Except for one irregularity in the values corresponding to hour 6, the contamination
increased fairly consistently. The solubility data is somewhat scattered and presents
difficulty when attempting to correlate contamination with solubility (Fig. 15 and 16). The
same kind of experiments were done with Ti-9 wt. % Mg. Experiment 6 was conducted by
removing samples from the loosely sealed milling container from 1 to 6 hours. While we
were able to deliberately introduce contamination into the container, we were not able to
achieve any solubility of Mg in Ti even up to 6 hours of milling for this composition and
therefore these results are not included in this report. Based on our resuits from
experiment 4 where solubilities were obtained in powders milled up to six hours, we pre-
milled Ti-9 wt.% Mg powder for seven hours before removing powder samples for study
constituting experiment 7. These results are tabulated in Table VIIl. Again, when the
solubility data is plotted (Figs. 17 and 18), no direct correlation is apparent between

contamination and solid solubility.
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3.1.2 MECHANICAL ALLOYING: Defense Research Agency

The data from this experiment, conducted and characterized by x-ray diffraction at
the DRA, are presented in Table IX. The solid solubility of Mg in Ti was calculated by us
here at the Ul by the same method previously described. The trend of increasing solubility
of magnesium in titanium with increasing solute content was reconfirmed. The chemical
analysis of these powders is not yet available.
32 PHYSICAL VAPOR DEPOSITION

To date, efforts have primarily focused on installing and modifying the vapor
deposition apparatus. In the current apparatus, a deposition rate of ~ 1 mm/h was
obtained giving a maximum deposit thickness of ~ 2 mm, although alterations are currently
being made to significantly increase this. Compositional control was difficult to achieve
in initial deposits of Ti-Mg as the evaporation rate of the magnesium depends heavily on
the extent of the exposed surface area of the Mg feedstock. The temperature of the
collector plate was also unstable during trial runs and this seemed to have a considerable
effect on the composition/properties of the material produced. This problem was solved
using a series of thermocouples and an electronic controller. The stability of both the
collector and the Mg temperatures can now be accurately controlled throughout the runs.
Since these problems have now been fully addressed, it should be possible to exactly
tailor the composition, and therefore, the properties of the deposits. There is some
evidence that these alloys will respond to heat treatment as previously observed, giving
dramatic increases in hardness/strength. The next stage of the project is to produce a

controlled series of alloys and to tailor the properties of these through heat treatment/hot

pressing.
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5. CONCLUSIONS

The preliminary work reported here has indicated the potential for the development
of low density titanium using 5 to 30 wt. % (9.4 to 39.6 at. %) magnesium additions.
Solubility extensions during MA resulted in all cases with a maximum solubility of 28 at.
% (16.4 wt. %) for Ti- 39.6 at. % (25 wt. %) Mg. When the lattice parameters of the
characterized powder are plotted vs. at. % Mg (Figs. 19 and 20), results from MA and PVD
processing reflect consistent solubility extensions. Contamination has been difficult to
control and its effect on solubility extensions requires further study. It has yet to be
determined whether or no contamination has an effect on solubility extensions of Mg in Ti.

We anticipate that solubilities can be extended further only after optimizing
processing conditions and/or alloy composition, and by controlling interstitial
contamination. Additionally, more work is needed to optimize the microstructure and to
determine mechanical properties before these alloys could be implemented into industry.
Discontinuing funding for this program will prove detrimental to the development of the
information base required before these potentially cost effective alloys could be put into

use commercially.
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